
STEEL WIRE ROPE TEST CERTIFICATE

Customer GOFORTH CORPORATION SDN BHD
NO 2, JALAN SUNGAI BETING 2
OFF JALAN SUNGAI PUTUS
KLANG
42100 SELANGOR DARUL EHSAN
HALAYSIA I

GALVANIZED STEEL UJIRE ROPE
5 X 36. ilS Rf0L IHRC
(3 REELS X 30s tlTR)

52.00 Hl,r

API 9A : 1995

Product

Rope Diameter

Specification

p.O. No. . 10787

S.O. No. : 5051000088

D.O. No. . D050200181

UCNO.  :  -

Quality : API EIPS

Lay / Forming : RIGHT HAND ORDINARY LAY

Mechanical Properties

Code No. Reel No.
Diameter (MM) RRFAKTNG I OAN KN

Specification Soecification
Min Max Actual Min Actual

TSGRIE 68 2 l - < 52.0( 54.60 52.80 183J 1848

Remarks :

This ts to certrfy that the above results are correct

Southern Wire Industrres (M) Sdn Bhd
CERTIFIED

PRODUCT BY

Amencan Petroleum

Institute

(API Specrficatron 9A)

Llyod s Regrster

of Shrpprng

SIRIM
cERxFrEo r0 MS rso 9002
SegBrnl0n ilo AF 0m7 Chap Hanmau Merah

(Red Tiger Brand)
REV. NO.:0

For aild on behalf of

A- OUALITY \

,",' ,1?' Southern
SOUTHERN WIRE INDUSTRIES (M) SDN BHD (53e45-H) i  ;  1 I  Wife
P.O.Box 7O85,4O702 Shah Alam, Selangor'Darul Ehsan, Malaysia.
Lot 4808, Jalan Utas 15/7,40000 Shah Alam, Selangor Darul Ehsan, Malaysia.
http://www.s-wire.com Certificate No.. : \:rtfrSr.,6L*
Tel  :603-55191501 Fax :603-55193369 Date Of  lssued '  

aLt  va '  v '


